Prirucka ke smérnici 89/106/EHS o stavebnich vyrobcich / Priloha Ill - Rozhodnuti Komise

ROZHODNUTI KOMISE
ze dne 12. zari 2003

o postupu prokazovani shody stavebnich vyrobkii ve smyslu €l. 20 odst. 2 smérnice
Rady 89/106/EHS, pokud jde o sestavy pro vodotésné povrchové upravy podlah a stén
v mokrych prostorech

ozndmeno pod Cislem
(ozna d cislem K(2003) 3246)
(Text s vyznamem pro EHP)
(2003/655/ES)

KOMISE EVROPSKYCH SPOLECENSTVI,
s ohledem na Smlouvu o zalozeni Evropského spolecenstvi,

s ohledem na smérnici Rady 89/106/EHS ze dne 21. prosince 1988 o sblizovani pravnich a spravnich
predpist ¢lenskych statd tykajicich se stavebnich vyrobka", ve znéni smérnice 93/68/EHS?,
a zejména na ¢l. 13 odst. 4 uvedené smérnice,

vzhledem k témto duvodum:

(1) na Komisi se pozaduje, aby mezi dvéma postupy prokazovani shody vyrobku podle ¢l. 13 odst. 3
smérnice 89/106/EHS zvolila v souladu s bezpecnosti co nejméné obtizny postup. To znamena,
Ze je nutné rozhodnout, zda je pro dany vyrobek nebo skupinu vyrobki systém fizeni vyroby
u vyrobce, za né€jZ je odpovédny vyrobce, nezbytnou a postacujici podminkou prokazani shody,
nebo zda se z duvodi spojenych s plnénim kritérii uvedenych v ¢l. 13 odst. 4 pro dany ucel
pozaduje ucast schvaleného certifikacniho organu;

(2) vl 13 odst. 4 se pozaduje, aby byl takto stanoveny postup uveden v mandatech a v technickych
specifikacich. Je tedy Zadouci stanovit, které vyrobky nebo kterd skupina vyrobkli budou
predmétem technickych specifikaci;

(3) oba postupy podle ¢l. 13 odst. 3 jsou podrobn¢ popsany v piiloze III smérnice 89/106/EHS. Je
tedy nezbytné jasné specifikovat metody, kterymi se musi tyto dva postupy uplatiovat podle
prilohy III pro kazdy vyrobek nebo skupinu vyrobki, nebot ptiloha III uvadi urcité systémy jako
prednostni;

(4) postup uvedeny v ¢l. 13 odst. 3 pism. a) odpovida systémiim stanovenym v prvni moznosti bez
prubézného dozoru a v druhé a tieti moznosti boduii) oddilu2 pfilohy III. Postup uvedeny
v €l. 13 odst. 3 pism. b) odpovida systémim stanovenym v bodu i) oddilu 2 pfilohy III a v prvni
moznosti s pribéznym dozorem bodu ii) oddilu 2 ptilohy III;

(5) opatieni tohoto rozhodnuti jsou v souladu se stanoviskem Stalého vyboru pro stavebnictvi,

PRIJALA TOTO ROZHODNUTI:

Clanek 1

Shoda vyrobktl a skupin vyrobkii stanovenych v pfiloze I se prokazuje postupem, pii némz je kromeé
systému fizeni vyroby provozovaného vyrobcem do posuzovani a dozoru nad fizenim vyroby nebo
samotnym vyrobkem zapojen schvaleny certifikacni organ.

Uk vest. L 40, 11.2. 1989, s. 12.
@ Uf. vést. L 220, 30. 8. 1993, 5. 1.
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Kapitola 3 - Postupy prokazovani shody jednotlivych skupin stavebnich vyrobku

COMMISSION DECISION
of 12 September 2003

on the procedure for attesting the conformity of construction products pursuant to

Article 20(2) of Council Directive 89/106/EEC as regards watertight covering Kits for

wetroom floors and walls
(notified under document number C(2003) 3246)
(Text with EEA relevance)
(2003/655/EC)

THE COMMISSION OF THE EUROPEAN COMMUNITIES,

Having regard to the Treaty establishing the European Community,

Having regard to Council Directive 89/106/EEC of 21 December 1988 on the approximation of laws,

regulations and administrative provisions of the Member States relating to construction products

M ag

last amended by Directive 93/68/EEC', and in particular Article 13(4) thereof,
Whereas:

(M

)

A3)

“)

)

The Commission is required to select, as between the two procedures under Article 13(3) of
Directive 89/106/EEC for attesting the conformity of a product, the least onerous possible
procedure consistent with safety. This means that it is necessary to decide whether, for a given
product or family of products, the existence of a factory production control system under the
responsibility of the manufacturer is a necessary and sufficient condition for an attestation of
conformity, or whether, for reasons related to compliance with the criteria mentioned in Article
13(4), the intervention of an approved certification body is required.

Article 13(4) requires that the procedure thus determined shall be indicated in the mandates and in
the technical specifications. It is therefore desirable to identify the products or family of products
referred to in the technical specifications.

The two procedures provided for in Article 13(3) are described in detail in Annex III to Directive
89/106/EEC. It is necessary therefore to specify clearly the methods by which the two procedures
shall be implemented, by reference to Annex IlII, for each product or family of products, since
Annex III gives preference to certain systems.

The procedure referred to in point (a) of Article 13(3) corresponds to the systems set out in the
first possibility, without continuous surveillance, and the second and third possibilities of point
(i1) of section 2 of Annex III. The procedure referred to in point (b) of Article 13(3) corresponds
to the systems set out in point (i) of section 2 of Annex III, and in the first possibility, with
continuous surveillance, of point (ii) of section 2 of Annex III.

The measures provided for in this Decision are in accordance with the opinion of the Standing
Committee on Construction,

HAS ADOPTED THIS DECISION:

Article 1

The products and families of products set out in Annex I shall have their conformity attested by a
procedure whereby, in addition to a factory production control system operated by the manufacturer,
an approved certification body is involved in assessment and surveillance of the production control or
of the product itself.

D OJL 40, 11.2.1989, p. 12.
@ 0J L 220, 30.8. 1993, p. 1.
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Clanek 2

Postup prokazovani shody stanoveny v piiloze II musi byt uveden v mandatech pro fidici pokyny pro
evropska technicka schvaleni.

Clanek 3
Toto rozhodnuti je urceno ¢lenskym stattim.
V Bruselu dne 12. zaii 2003.

Za Komisi
Erkki LIIKANEN
clen Komise
Zmény:
PRILOHA I

Sestavy pro vodotésné povrchové upravy podlah a stén v mokrych prostorech

— Pro pouziti v budovach (kromé¢ plaveckych bazéna a primyslovych zafizeni).
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Kapitola 3 - Postupy prokazovani shody jednotlivych skupin stavebnich vyrobku

Article 2

The procedure for attesting conformity as set out in Annex Il shall be indicated in the mandates for
Guidelines for European technical approvals.

Article 3

This Decision is addressed to the Member States.

Done at Brussels, 12 September 2003.

For the Commission

Erkki LIIKANEN

Member of the Commission

ANNEX I

Watertight covering Kkits for wetroom floors and walls

— For use in building works (excluding swimming pools and industrial processes).
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PRILOHA Il

Poznamka: U vyrobku, které maji vice nez jedno z ur¢enych pouziti specifikovanych v nasledujicich
skupinach, se tkoly schvaleného subjektu vyplyvajici z ptislusnych systémi prokazovani
shody kumuluji.

Sestavy pro vodotésné povrchové upravy podlah a stén v mokrych prostorech (1/2)

Systémy prokazovani shody

Pro nize uvedeny vyrobek (uvedené vyrobky) a urcené (urcend) pouziti se na EOTA pozaduje, aby
v prislusném fidicim pokynu pro evropska technickd schvaleni specifikovala tento systém (tyto
systémy) prokazovani shody:

, , Urcené pouziti Urovei (rovng) Systém (systémy)
Vyrobek (vyrobky) (urCena pouziti) nebo tiida (tfidy) | prokazovani shody
Sestavy pro vodotésné povrchové | Pro pozemni stavby - 2+
upravy podlah a stén v mokrych
prostorech

Systém 2 +: Viz prvni moznost bodu ii) oddilu 2 pfilohy III smérnice 89/106/EHS, vcetné certifikace fizeni
vyroby u vyrobce schvalenym subjektem na zakladé pocateéni inspekce v misté vyroby a fizeni
vyroby u vyrobce i pribézného dozoru, posuzovani a schvalovani fizeni vyroby u vyrobce.

Specifikace systému ma byt takova, aby mohl byt zaveden i tam, kde neni nutné stanovit ukazatel pro
ur¢itou charakteristiku, protoZe na ni neexistuje nejméné v jednom ¢lenském staté vilbec zadny pravni
pozadavek (viz ¢l. 2 odst. 1 smérnice 89/106/EHS a popftipade bod 1.2.3 interpreta¢nich dokumentt).
V téchto ptipadech se ovéfeni takové charakteristiky nesmi vyrobcei ukladat, pokud si nepieje tento
ukazatel vyrobku uvadeét.
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ANNEX 11

Note: for products having more than one of the intended uses specified in the following families, the
tasks for the approved body, derived from the relevant systems of attestation of conformity, are
cumulative.

Watertight covering kits for wetroom floors and walls (1/2)

Systems of attestation of conformity

For the product(s) and intended use(s) listed below, EOTA is requested to specify the following
system(s) of attestation of conformity in the relevant guideline for European technical approvals:

Level(s) Attestation
Product(s) Intended use(s) of conformity
or class(es)
system(s)
Watertight covering kits for For building works - 2+
wetroom floors and walls

System 2 +: see Directive 89/106/EEC Annex III.2.(ii), first possibility including certification of factory
production control by an approved body on the basis of initial inspection of factory and of factory
production control as well as of continuous surveillance, assessment and approval of the factory
production control.

The specification for the system should be such that it can be implemented even where performance
does not need to be determined for a certain characteristic, because at least one Member State has no
legal requirement at all for such characteristic (see Article 2(1) of Directive 89/106/EEC and, where
applicable, clause 1.2.3 of the Interpretative Documents). In those cases the verification of such a
characteristic must not be imposed on the manufacturer if he does not wish to declare the performance
of the product in that respect.
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Sestavy pro vodotésné povrchové upravy podlah a stén v mokrych prostorech (2/2)

Systémy prokazovani shody

Pro nize uvedeny vyrobek (uvedené vyrobky) a urcené (urcend) pouziti se na EOTA pozaduje, aby
v ptislusném fidicim pokynu pro evropska technicka schvaleni specifikovala tento systém (systémy)
prokazovani shody:

Uroveii (arovng)

Urcené pouziti Systém (systémy)

Vyrobek (vyrobky) o e nebo tfida (tfidy) 7
(urcena pouziti) (reakce na oheft) prokazovani shody
Sestavy pro vodotésné | Pro pouziti, na ktera Al(*), A2(*), B(*), c® 1
povrchové upravy se vztahuji predpisy
podlah a stén o reakci na ohen A1CY, A2CD, B Y DL E 3

v mokrych prostorech

(AlazE)"™ F 4
Systém 1: Viz bod i) oddilu 2 ptilohy III smérnice 89/106/EHS, bez auditnich zkousek vzorki.
Systém 3: Viz druhd moznost bodu ii) oddilu 2 pfilohy III smérnice 89/106/EHS.

Systém 4: Viz tieti moznost bodu ii) oddilu 2 ptilohy III smérnice 89/106/EHS.

) Vyrobky/materialy, u nichZ jasn& stanovena etapa vyrobniho procesu vede k lepsi klasifikaci reakce na
ohen (napf. pridanim retardérti hofeni nebo omezenim organickych materiald).
*)

' Vyrobky/materialy, na které se poznamka pod ¢arou’” nevztahuje.

" Vyrobky/materialy, u nich? se nevyzaduje zkouseni reakce na ohefi (napf. vyrobky/materialy tiid Al
podle rozhodnuti Komise 96/603/ES, ve znéni pozdéjsich piedpist).

Specifikace systému ma byt takova, aby mohl byt zaveden i tam, kde neni nutné stanovit ukazatel pro
urcitou charakteristiku, protoZze na ni neexistuje nejmén¢ v jednom ¢lenském staté viibec zadny pravni
pozadavek (viz ¢l. 2 odst. 1 smérnice 89/106/EHS a popftipade bod 1.2.3 interpretacnich dokumentt).
V téchto ptipadech se ovéfeni takové charakteristiky nesmi vyrobcei ukladat, pokud si nepieje tento
ukazatel vyrobku uvadeét.
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Watertight covering kits for wetroom floors and walls (2/2)

Systems of attestation of conformity

For the product(s) and intended use(s) listed below, EOTA is requested to specify the following
system(s) of attestation of conformity in the relevant guideline for European technical approvals:

Level(s) or class(es) Attestation
Product(s) Intended use(s) (reaction to fire) of conformity
system(s)
Watertight covering For uses subject to A19, A20 B ¢ 1
kits for wetroom floors |regulations on
and walls reaction to fire A1CD. A2CY BCY 09 DL E 3
(Alto E)™, F 4

System 1: see Directive 89/106/EEC Annex II1.2.(i), without audit-testing of samples.
System 3: see Directive 89/106/EEC Annex I11.2.(ii), second possibility.

System 4: see Directive 89/106/EEC Annex II1.2.(ii), third possibility.
) Products/materials for which a clearly identifiable stage in the production process results in an
improvement of the reaction to fire classification (e.g. an addition of fire retardants or a limiting of
organic material).

(%)

(¥#%)

Products/materials not covered by footnote .

Products/materials that do not require to be tested for reaction to fire (e.g. products/materials of classes
ATl according to Commission Decision 96/603/EC, as amended).

The specification for the system should be such that it can be implemented even where performance
does not need to be determined for a certain characteristic, because at least one Member State has no
legal requirement at all for such characteristic (see Article 2(1) of Directive 89/106/EEC and, where
applicable, clause 1.2.3 of the Interpretative Documents). In those cases the verification of such a
characteristic must not be imposed on the manufacturer if he does not wish to declare the performance
of the product in that respect.
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